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	Use on projects with very small quantity of hot asphalt concrete pavement where the government wants little control of the material (ie:  curb/gutter, small parking lots, pullouts, and short approaches).


Section 404. - MINOR HOT ASPHALT CONCRETE
Table 404-1 Sampling and Testing Requirements.
Add footnote (1) after Compaction in the “Property or Characteristic” column:

(1) When directed, verify density by taking core samples from the compacted pavement according to AASHTO T230 Method B.  Fill and compact the sample holes with asphalt concrete mixture.

