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	Use on projects when specifying a slurry seal


Section 410. – SLURRY SEAL

Construction Requirements

410.03  Composition of Mix (Job-Mix Formula).  Delete the first paragraph and substitute the following:
Furnish a slurry seal or mirco-surfacing mixture of aggregate, water, emulsified asphalt, or polymer modified asphalt and additives according to ASTM D 3910, ISSA A 105, and ISSA A 143.  Conform to the applicable aggregate gradation in Table 703-8 and the following residual asphalt contents in Subsection 410.01.

