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	Use on projects when prestressed concrete is specified.


Section 553. – PRESTRESSED CONCRETE
Construction Requirements

553.05  Concrete.
Delete (e) and substitute the following:

(e) Heat concrete to no more that 100 °F during the first 2 hours after placing concrete, and increase the temperature no more than 25 °F per hour to a maximum of 149 °F.

