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	Use on projects when Shotcrete is specified.  Also include the SCR for Section 701


Section 566. - SHOTCRETE

Table 566-2 Sampling and Testing Requirements.  Delete the first sentence of footnote 3 and substitute the following:
(3) Prepare production test panels according to Subsection 566.05(a).

