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	Use on projects when concrete for minor structures is required.  Generally, concrete structures are considered minor when structural analysis is not required.  Examples include headwalls, curb and gutter, sidewalks, waterways, or other 600 series pay items as referenced in their specification.  Bridges, culverts, walls, and foundations are considered structural and are specified under Sections 552 or 553.


Section 601. - MINOR CONCRETE STRUCTURES

Material

601.02  Add the following:
Concrete coloring agents
711.05

Precast reinforced concrete box sections
706.07

Reinforcing fibers
725.29

601.03  Concrete Composition.  Delete Table 601-1 and substitute the following:

Table 601-1

Composition of Minor Structure Concrete

	Property
	Specification

	Cement content
	362 kg/m3 minimum

	Water/cement ratio
	0.49 maximum

	Slump
	125 mm maximum

	Air Content
	4% minimum

	Size of coarse aggregate
	AASHTO M43 with 100% passing the 37.5-mm sieve

	28-day compressive strength
	20.7 MPa minimum


