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	Use on  all projects with Section 255, MSE walls.


Section 720. – STRUCTURAL WALL AND STABILIZED EMBANKMENT MATERIAL

720.01  Mechanically-Stabilized Earth Wall Material.  Add the following:

(k) Geogrid. Furnish geogrid reinforcement with a regular grid structure with apertures of sufficient size to allow interlocking with surrounding soil, rock, or earth.  Manufacture geogrid using high-density polyethylene, polypropylene, or polyester.  Calculate long-term tensile strength “Tal” and pullout capacity of geogrids according to FHWA publication No. FHWA-NHI-00-043, entitled “Mechanically Stabilized Earth Walls and Reinforced Soil Slopes Design and Construction Guidelines.”  The long-term tensile strength “Tal” must take into account reduction factors “RF” for creep (RFCR), durability (RFD), and installation damage (RFID) as defined in FHWA-00-043.

