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	Use on projects when specifying a fog seal.


Section 409. - ASPHALT SURFACE TREATMENT

Measurement

409.14  Add the following:
Measure fog seal including water added for dilution.

Indicate a breakdown of total emulsion and water added on the load invoices supplied to the CO for payment.

