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	When bedding material or select granular backfill is required, include as applicable:


Section 704. – SOIL

	When bedding material is necessary (ie bedding for pipe), include Subsection 704.02.


704.02  Bedding Material.  Delete the Subsection and substitute the following:

(a) Maximum particle size





½ inch or half the

corrugation depth,

whichever is smaller

(b) Material passing # 200 sieve,
 AASHTO T 27 and T 11

10% max.

	When select granular backfill is necessary, include Subsection 704.10.


704.10  Select Granular Backfill


(a) Quality requirements.  Add the following:






(5) Liquid limit, AASHTO T 89




30 max.
(6) Los Angeles abrasion, AASHTO T 96



50% max.
(b) Electrochemical requirements for MSE walls with metallic reinforcements.  Delete the Note and substitute the following:




Note:  Tests for sulfate and chloride content are not required when the pH is between 6.0 and 8.0 and resistivity is greater than 5000 ohm centimeters.

