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	When emulsified asphalt treated base course is required, include the following.


Section 309. - EMULSIFIED ASPHALT TREATED BASE COURSE

309.04  Mixing and Spreading.  Delete the first sentence of the third paragraph and substitute the following:
Immediately after mixing, spread the mixture on the prepared surface in a uniform layer.

