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	Use on all projects with Section 404.  Also include the standard SCR for subsection 401.12 when using Section 404.


Section 404. - OPEN-GRADED ASPHALT FRICTION COURSE

Table 404-1

Sampling and Testing

Delete the Sampling Point text for Asphalt content and Gradation and substitute the following:

Sampling Point shall be at the point of discharge of the mixing unit.

