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	Use on projects as appropriate.


Section 408. - COLD RECYCLED ASPHALT BASE COURSE

Construction Requirements

408.06 Mixing.  Add the following to the first paragraph:
For base widening applications, pugmill mix the aggregate to a uniform mixture and add sufficient water to provide optimum moisture content for compaction.

