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	Use on projects as appropriate.


Section 409. - ASPHALT SURFACE TREATMENT

Construction Requirements

409.10  Fog Seal.  Add the following after the first sentence:
Unless otherwise noted on the plans, dilute the specified emulsion one part water to one part emulsified asphalt.

409.13  Acceptance.  Delete the second paragraph and substitute the following:
Aggregate gradation will be accepted under Subsection 106.05.  The upper and lower specification limits will be the target values plus or minus the allowable deviations shown in Table 703-7.

Measurement

409.14  Add the following:
The quantity of emulsion indicated in the bid schedule is an undiluted quantity.

Water for diluting fog seal in accordance with Subsection 409.10 will not be measured for payment.

Indicate a breakdown of total emulsion and water added on the load invoices supplied to the CO for payment.

Payment

409.15  Delete the text and substitute the following:
The accepted quantities, measured as provided above, will be paid at the contract price per unit of measurement for the pay items listed below that are shown in the bid schedule except that surface treatment aggregate's contract unit bid price will be adjusted according to Subsection 106.05.  Payment will be full compensation for the work prescribed in this section.  See Subsection 109.05.

