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	Use on projects as appropriate.


Section 411. - ASPHALT PRIME COAT

	Add subsections 411.01, 02, and 06 when emulsified petroleum resin is used as an alternate prime coat.


Description

411.01  Amend the second paragraph as follows:
Prime coat asphalt grade is designated as shown in AASHTO M 140 or AASHTO M 208 for emulsified asphalt; AASHTO M 81 or AASHTO M 82 for cut-back asphalt; or Subsection 702.11 for emulsified petroleum resin.

Material

411.02  Add the following:
Emulsified petroleum resin (concentrate)




702.11

Construction Requirements

411.06  Add the following:
Dilute emulsified petroleum resin with water in the ratio of 3 parts water to 1 part emulsified petroleum resin concentrate, and apply at a rate of 0.20 to 0.50 gallons per square yard according to Subsection 409.08.

	Use on projects when prime coat is specified.


Measurement

411.08  Add the following:
The quantity of emulsion indicated in the bid schedule is an undiluted quantity.

Water for diluting prime coat in accordance with Subsection 409.10 will not be measured for payment.

Indicate a breakdown of total emulsion and water added on the load invoices supplied to the CO for payment.

