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	Use on projects as appropriate.


Section 501. - PORTLAND CEMENT CONCRETE PAVEMENT

	If specifying a Section 552 concrete mix, be sure to add strength requirement as table 501-1 will be disregarded.  Also be sure the aggregate gradation requirements are clearly stated.


Construction Requirements

501.15  Acceptance.  Delete the second sentence of the second paragraph and substitute the following:

Perform sampling and testing according to Table 501-3.

