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	Use on projects as appropriate.


Section 601. - MINOR CONCRETE STRUCTURES

Material

601.02  Add the following:
Precast Reinforced Concrete Box Sections



706.07

Concrete coloring agents






711.05

601.03  Add the following after (h):
(i) When colored concrete is required, submit preliminary samples of the colored concrete.  Prepare a 1 meter by 1 meter by 100 millimeter panel for each acceptable mix that is to be colored.  Finish and cure the panels in the same manner as the concrete will be finished and cured on the project.

Do not use precast units unless included in the plans or approved by the CO.

