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	Use on projects when lean concrete backfill is specified:


Section 614. - LEAN CONCRETE BACKFILL

Construction Requirements

614.03  Composition of Mix.  Delete the subsection and substitute the following:
614.03  Composition of Mix.  Design a well-graded, flowable, self-leveling, mix conforming to Table 614-1.  Verify the mix design with trial batches prepared from the same sources proposed for the mix.  Submit the following for approval at least 21 days before production:

(a) Type and source(s) of aggregates

(b) Type and source of cement

(c) Mix proportions

(d) Type of cement and fly ash (if used in the mix)

(e) Commercial certifications for cement, fly ash, admixtures, and aggregate

(f) Target values for water/cement ratio and slump

(g) Compressive strength at 7 and 28 days

Table 614-1

Composition of Lean Concrete Backfill

	Property
	Specification

	Cement content
	56 kg/m3 min.

	Aggregate particle size
	25 mm max.

	Aggregate passing 75-(m sieve
	10% max.

	7-day compressive strength
	1.5 MPa max.


