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	Include 712.01(a)(5) and the following when sidewalk expansion and construction joints are to be sealed.


Section 615. - SIDEWALKS, DRIVE PADS, AND PAVED MEDIANS

615.04  Portland Cement Concrete Sidewalks, Drive Pads and Medians.

(a) Joints.

(1) Expansion joints.  Delete the text of this paragraph and substitute the following:

(1) Expansion joints.  Construct at intervals not exceeding 6 meters.  Use 19 millimeter thick preformed expansion joint filler for the full depth of the joints.  When joints are to be sealed, use joint sealant conforming to subsection 712.01(a)(5).

(3) Construction joints.  Add the following at the end of the paragraph:
When joints are to be sealed, use joint sealant conforming to subsection 712.01(a)(5).

