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	NOTE TO DESIGNER:  FOR THE ENGLISH FP THIS SCR IS NOT NECESSARY!!

When the soft metric U.S. bar sizes in AASHTO M 31M, M 42M, or M 53M are used for design and detailing, include the following:


Section 709. - REINFORCING STEEL AND WIRE ROPE

709.01  Reinforcing Steel.

(b) Reinforcing bars.  Delete the text of this subsection and substitute the following:
Furnish deformed, grade 60 bars conforming to AASHTO M 31, M 42, or M 53.

(c) Epoxy coated reinforcing bars.  Delete the first paragraph of this subsection and substitute the following:

Furnish bars conforming to Subsection 709.01(b).  Conform to AASHTO M 284.

(d) Tie bars.  Delete the text of this subsection and substitute the following:
Furnish deformed, grade 60 bars conforming to AASHTO M 31 or M 42, except do not use AASHTO M 42 steel for tie bars bent and restraightened during construction.

(e) Hook bolts.  Delete the first sentence and substitute the following:
Furnish plain, grade 60 bars conforming to AASHTO M 31 or M 42 with M14 rolled threads or M16 cut threads.

