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	When hydrated stabilizing admixture may be approved for use.  Include 552.03, 552.08, 552.09 and the following:


Section 711. - CONCRETE CURING MATERIAL AND ADMIXTURES

711.03  Chemical Admixtures.  Delete the text of this subsection and substitute the following:

711.03  Chemical Admixtures.  Furnish water-reducing, retarding, set-accelerating, and hydration stabilizing admixtures, or combinations thereof, conforming to AASHTO M 194.  For hydration stabilizing admixtures, conform to AASHTO M 194, type B or D.

	When concrete coloring agents are required, include Section 566, Section 701, 703.18 as applicable, and the following:


Add the following subsection:

711.05  Concrete Coloring Agents.  Coloring agents shall conform to ASTM C 979.  Use only coloring agents composed of synthetic or natural inorganic iron oxides.

