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	Use on projects when an open-graded friction course is specified.


Section 405. - OPEN-GRADED ASPHALT FRICTION COURSE

Table 405-1

Sampling and Testing

Delete text under Sampling Point for Asphalt content and Gradation and substitute the following:

Sampling Point shall be at the point of discharge of the mixing unit.

